
 

 

BRIDGE 36 – Raceway Road  
Steel multi‐plate culvert 
Jericho, VT 
 
 

 
100% section loss of steel at culvert invert (floor).  Distortion and heaving of steel at invert.  
Water is flowing beneath the culvert removing bedding material. 


